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GENERAL NOTES

FOR PAVEMENT BLOCKS-OUTS

DETAIL OF ADDED REINFORCEMENT

4-1-16

STANDARD 420701-03

2016

2016

1-1-08

English (metric).

Switched units to

Renamed standard.

'welded wire reinforcement'.

Changed terminology to

6 (150) from joints.

required to end approximately

Welded wire reinforcement when

unless otherwise shown.

All dimensions are in inches (millimeters)

 

top or bottom of the longitudinal wires.

positioned with the transverse wires on

Welded wire reinforcement may be

 

lap of 6 (150).

lapped longitudinallyshall have a minimum

Welded wire reinforcement which is

 

24 (600) from contraction joints.

Pavement block-outs shall be at least

WIRE REINFORCEMENT

PAVEMENT WELDED
April 1,

April 1,


